MATERIAL CODE 1936
WEST VIRGINIA DIVISION OF HIGHWAYS
APPROVED LIST OF GRAY IRON CASTINGS (709.10)

EFFECTIVE SEPTEMBER 29, 2014

Manufacturer Approval
Source Code Number
East Jordon Iron Works 1437409A
East Jordon, Ml

(E110A)

Neenah Foundry 1437410A
Neenah, WI

(N0630)



